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MATERIAL

CHARCOAL
v ¢
SITE:.,.?@?9.?.?@?9%@?.......... {DATE: )
SHEET: ----e-:io--nt-aaoeg.n----a
AM No X=Ray No Photo No Description and Report Ref No
7656320 Sample wt. 827 gms

The sample consisted largely of beech (Fagus

gylvatics sp.)




